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 المواصفات المتثعة/ طرق الفحص

 / القيمة المقاسة

 نوع الفحص/ 

 الخاصية المقاسة 

 الخرسانة

  انًىاطفح انمُاسُح انثشَطاَُح الأوسوتُحBS EN 12390-3:2019 ذؼٍُُ يماويح انكسش تانضغظ نهًكؼثاخ انخشساَُح 

  انًىاطفح انمُاسُح انثشَطاَُح الأوسوتُحBS EN 12350-2:2019 هذلدسجح انر 

  يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىادASTM C42/C42M-20 أخز وفحض انؼُُاخ انهثُح وانجسىس انًُشىسج 

 انًىاطفح انمُاسُح انثشَطاَُح الأوسوتُح BS EN 12390-2:2019  ذحضُش انؼُُاخ يٍ انخشساَح انطاصجح وإَُاػها 

 انًىاطفح انمُاسُح انثشَطاَُح الأوسوتُح BS EN 12390-7:2019  كثافح انخشساَح انًرظهذج 

 الأناتية الخرسانية

 انًىاطفح انمُاسُح الأسدَُح JS 289:1994 
ذؼُييٍُ يماويييح انكسييش تانضييغظ ويماويييح  ييغظ انًييا  

 انذاخهٍ والايرظاص

 انًىاطفح انمُاسُح الأسدَُحJS 289:1994   

 ذؼٍُُ 

 سًاكح انجذاس -

 انمطش انذاخهٍ انفؼال -

 ػًك انمًغ -

 ؼالانطىل انف -

  مسثقة الصة الأطاريف الخرسانية

  انثشَطاَُحانًىاطفح انمُاسُح BS 7263-1:1994(Withdrawn) ذؼٍُُ يماويح انكسش انًسرؼشع والايرظاص 

 أناتية الدكتايل

  انًىاطفح انمُاسُح انذونُحISO 2531:2009 

 ذؼٍُُ يماويح  غظ  انًا  انذاخهٍ  

 ذحذَذ انمطش انخاسجٍ نلأَاتُة

 حذَذ سًاكح جذاس الاَثىبذ

 ذؼٍُُ انطىل  

  انًىاطفح انمُاسُح انذونُحISO 4179:2005 ذحذَذ سًاكح انثطاَه الاسًُرُح نلأَاتُة 

 "V
olu

nt
ar

y"
 fu

ll s
us

pe
ns

ion
 



 

  

 

 

 

 (1الملحق رقم )
 

 02/20/0202وقف الاعتماد كلياً بتاريخ: 
    11/12/0201 الممنوحة بتاريخ JAS Test - 049  لشهادة الاعتماد رقم

  عمّان لمختبر مركز ماس للفحوصات الهندسية/ 

 مجال الاعتماد
مسبقة  طاريف الخرسانيةالأ ،الأنابيب الخرسانية ،للخرسانةوالكيميائية  الفيزيائيةوالميكانيكية  فحوصاتال

 ستعمال الداخلي والخارجي(، حجر البناء،)للإ البلاط الاسمنتي ،الحصمة التربة، ،أنابيب الدكتايل الصب،
، (U-PVC) الأنابيب البلاستيكية ،حديد التسليح ،الطوب الخرساني والطوب الخرساني المفرغ للعقدات

 ةسفلتيالإ ةلخلطا(، PEالأنابيب البلاستيكية )

         qf071- 56-a, rev d4 من 2 صفحة  

 

 

 
 

 
  

  

 المواصفات المتثعة/ طرق الفحص

 القيمة المقاسة /

 نوع الفحص/ 

 الخاصية المقاسة 

  الترتة

 يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىاد  ASTM D4318-17     ذؼٍُُ حذ انسُىنح وحذ انهذوَح ويؼايم انهذوَح 

  19-يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىاد ASTM D 2216  
ذحذَذ يحرىي انًا  )َسثح انشطىتح ( فٍ انرشتح 

 وانظخىس تانىصٌ 

  يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىادASTM D6913/D6913M-

17 

ج( نهرشتح تاسرخذاو ذىصَغ انحجى انحثُثٍ )انرذس

 انرحهُم انًُخهٍ

  يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىاد ASTM D1557-12 
ذحذَذ ػلالح انكثافح انجافح يغ يحرىي انشطىتح 

 (  .(kN-m/m3 2,700تىاسطح انجهذ انًؼذل 

 يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىاد ASTM D1883-16   فٍ انًخرثش  انًذيىكحَسثح ذحًم كانُفىسَُا نهرشتح 

 يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىاد ASTM D1556/D1556M-

15 

 مهُح نهرشتح تاسرخذاو طشَمحفحض انكثافح انح

  انشيهٍانًخشوط 

 الثلاط الاسمنتي

  انًىاطفح انمُاسُح الأسدَُحJS 45-1:2009 

 الاسرؼًال انذاخهٍ:

 الاتؼاد -

 لىج انكسش انًسرؼشع -

 انًطهك ايرظاص انًا  -

  انًىاطفح انمُاسُح الأسدَُحJS 45-2:2010 

 الاسرؼًال انخاسجٍ:

 الاتؼاد -

 لىج انكسش انًسرؼشع -

 ايرظاص انًا  انًطهك -

 حجر الثناء

 يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىاد  ASTM C170/C170M-17 تانضغظ يماويح انكسش 

  يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىادASTM C99/C99M-18  يؼاَش انرًضق 

  يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىاد ASTM C97/C97M-18 ٍالايرظاص وانىصٌ انُىػ 

 الطوب الخرساني

  يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىادASTM C140/C140M-

20a 

 لىج انكسش تانضغظ

 لُاط الاتؼاد

 انكثافح

 الطوب الخرساني المفرغ للعقدات
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 ًلىج انكسش تانضغظ 3441: 499 ىاطفح انمُاسُح الأسدَُح و ق أان 

 لُاط الاتؼاد 3441: 499 انًىاطفح انمُاسُح الأسدَُح و ق أ 

 انكثافح 3441: 499 انًىاطفح انمُاسُح الأسدَُح و ق أ 

 قضثان الفولاذ

  يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىادASTM A370-20 annex 

A9 
 ذ والاسرطانحذؼٍُُ لىج انش

  انًىاطفح انمُاسُح الاسدَُحJS 2126:2016 ٍُفحض انث 

 (U-PVC) الثلاستيكيهالأناتية 

  انًىاطفح الانًاَُحDIN 8061:2016  ٍُُانمطش انخاسجٍ نلأَاتُةذؼ 

  انًىاطفح الانًاَُحDIN 8061:2016  جذاس نلأَاتُةانذؼٍُُ سًاكح 

  انًىاطفح الانًاَُحDIN 8061:2016 ذؼٍُُ حانح انسطح نلأَاتُة 

  انًىاطفح الانًاَُحDIN 8061:1994  )لأَاتُة نهًا اذؼٍُُ ايرظاص  )يسحىتح 

 (PE)لأناتية الثلاستيكيه ا

  انًىاطفح انثشَطاَُح الاوسوتُح انذونُحBS EN ISO 3126:2005  ٍُُانمطش انخاسجٍ نلأَاتُةذؼ 

  انًىاطفح انثشَطاَُح الاوسوتُح انذونُحBS EN ISO 3126:2005 ذؼٍُُ سًاكح انجذاس نلأَاتُة 

 يةسفلتالإ ةخلطال

   يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىادASTM D6927-15 
ذؼٍُُ انثثاخ وانضحف نهخهطاخ الاسفهرُح تاسرخذاو 

 طشَمح ياسشال

 يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىاد    ASTM 

D2172/D2172M-17 

سفهرٍ تاسرخذاو طشَمح انخهُظ الافظم الإسفهد يٍ 

 انطشد انًشكضٌ )طشَمح  أ(  + طشَمح الاش

 ًسؤونٍ انطشق وانًشوسالأيشَكٍ ن ذحاديىاطفح الإ AASHTO T209-

20 
 انكثافح انُظشَح انؼظًً نهخهطاخ الاسفهرُح

  يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىادASTM D2726/D2726M-

19 
 نهخهُظ الإسفهرٍ انًذيىنانىصٌ انُىػٍ وانكثافح 
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  يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىادASTM D3549/D3549M-

18 

ذؼٍُُ انسًاكح أو الاسذفاع نًُارج انخهطاخ 

 الاسفهرُح انًذيىكح

  يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىادASTM D5444-15 
ذؼٍُُ انرذسج انحجًٍ نهشكاو انًسرخهض يٍ 

 انخهطاخ الإسفهرُح

 الركام

 يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىاد     ASTM C136/C136M-

19 
 التحليل المنخلي للركام الناعم والخشنتعيين 

 يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىاد    ASTM C127-15 
وامتصاص  (الوزن النوعيالكثافة والكثافة النسبية )

الماء للركام الخشن

 يشَكُح نهفحض وانًىاديىاطفح انجًؼُح الأ    ASTM C128-15 
الكثافة والكثافة النسبية )الوزن النوعي( وامتصاص 

الناعمالماء للركام 

 يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىاد     ASTM C131/C131M-

20 
 نىط اَجهىط ذأكم

 يىاطفح انجًؼُح الأيشَكُح نهفحض وانًىاد     ASTM C88/C88M-18 طانحالأ  

 

 قائمة بالأشخاص الذين يتحملون المسؤولية الفنية لتقارير الاختبار الصادرة عن المختبر في مجال الاعتماد:

 .مدير الجودة/ م. سمير عاشورنائب المدير العام و -1
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To the Accreditation Certificate No. JAS Test - 049 Dated 11/10/2021 

For MAS Centre for Engineering Tests/ Amman 
Scope of Accreditation 

Mechanical, Physical and Chemical Testing of Concrete,  

Concrete Pipes, Precast Concrete Curbstone, Ductile Iron Pipes, Soil, Aggregate, Cement 

Tiles (Internal & External Use), Building Stone, Concrete Blocks and Hollow Concrete 

Blocks for Slabs, Steel Reinforcing Bars, Plastic Pipes (U-PVC), Plastic Pipes (PE), 

Asphalt Mixture 
 

Tested Parameter/ 

Type of Test/ 

Measured Quantity 

Test Methods/ Standards 
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Concrete 

Determination of Compressive Strength for Cube 

Specimens 

 British European Standard BS EN 12390-

3:2019 

Testing Fresh concrete - Slump Test 
 British European Standard BS EN 12350-

2:2019 

Obtaining and Testing Drilled Cores and Sawed Beams of 

Concrete 
 American Standard ASTM C42/C42M-20  

Making and Curing Concrete Specimens for Strength 

Tests 
 British European BS EN 12390-2:2019 

Density of Hardened Concrete 
 British European Standard BS EN 12390-

7:2019 

Concrete Pipes 

Determination of Compressive Strength, Internal Water 

Pressure, and Absorption   
 Jordanian Standard JS 289:1994 

Determination of  

- Wall Thickness 

- Internal Actual Diameter 

- Depth of Socket 

- Effective Length 

 Jordanian Standard JS 289:1994 

Precast Concrete Curbtone   

Determination of Transverse Strength and Water 

Absorption 
 British Standard BS 7263-1:1994 (Withdrawn) 

Ductile Iron Pipes 

Determination of Internal Water Pressure   
 International Standard ISO 2531:2009 

Determination of External Diameter 
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Determination of Wall Thickness 

Determination of Length   

Determination of Cement-Mortar Thickness  International Standard ISO 4179:2005 

Soil  

Determination of Liquid Limit, Plastic limit and  

Plasticity Index   
 American Standard ASTM D 4318-17 

Water (Moisture) Content of Soil and Rock by Mass 
 American Standard ASTM D2216-19 

Particle-Size Distribution (Gradation) of Soils Using 

Sieve Analysis 
 American Standard ASTM D6913/D6913M-17 

Laboratory Compaction Characteristics of Soil Using 

Modified Effort (2,700 kN-m/m
3
) 

 American Standard ASTM D1557-12 

CBR (California Bearing Ratio) of Lab-Compacted Soils 
 American Standard ASTM D1883-16  

Density & Unit Weight of Soil in Place by Sand-Cone  American Standard ASTM D1556/D1556M-15 

Cement Tiles 

Internal Use: 

 Dimension 

 Flexural Breaking Strength 

 Absolute Water Absorption 

 Jordanian Standard JS 45-1:2009 

External Use: 

 Dimension 

 Flexural Breaking Strength 

 Absolute Water Absorption 

 Jordanian Standard JS 45-2:2010 

Building Stone 
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Compressive Strength  American Standard ASTM C170/C170M-17  

Modulus of Rupture  American Standard ASTM C99/C99M-18 

Absorption and Bulk Specific Gravity of Dimension Stone  American Standard ASTM C97/C97M-18 

Concrete Blocks 

Compressive Strength. 

 American Standard ASTM C140/C140M-20a Measurements of Dimension 

Density 

Hollow Concrete Blocks for Slabs 

Compressive Strength 

 Jordanian Standard JS 944:1993 Measurements of Dimension 

Density 

Steel Reinforcing Bars 

Testing of Tensile Strength, Yield Strength & Elongation  American Standard ASTM A370-20 annex A9 

Testing of Bending  Jordanian Standard JS 2126:2016 

Plastic Pipes (U-PVC) 

Determination of Outside Diameter    German Standard DIN 8061:2016 

Determination of Wall Thickness     German Standard DIN 8061:2016 
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Determination of Surface Finish    German Standard DIN 8061:2016 

Determination of Water Absorption    German Standard DIN 8061:1994 (Withdrawn) 

Plastic Pipes (PE) 

Determination of Outside Diameter    International Standard BS EN ISO 3126:2005 

Determination of Wall Thickness     International Standard BS EN ISO 3126:2005 

Asphalt Mixture 

Marshall Stability & Flow of Asphalt Mixtures  American Standard ASTM D6927-15 

Quantitative Extraction of Asphalt Binder from Asphalt 

Mixtures by the Centrifuge Extraction Method 

 American Standard ASTM D2172/D2172M-17 

(Method A)+Ashing method 

Theoretical Maximum Specific Gravity & Density of 

Bituminous Paving Mixtures 
 American Standard AASHTO T209-20 

Bulk Specific Gravity & Density of Non-Absorption 

Compacted Bituminous Mixtures 
 American Standard ASTM D2726/D2726M-19 

Thickness or Height of Compacted Asphalt Mixture 

Specimens 
 American Standard ASTM D3549/D3549M-18 

Mechanical Size Analysis of Extracted Aggregate American Standard ASTM D5444-15 

 

Tested Parameter/ 
Type of Test/ 

Measured Quantity 
Test Methods/ Standards 

Aggregate 
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Annex (1) 
Full suspension on: 20-04-2023 

 

To the Accreditation Certificate No. JAS Test - 049 Dated 11/10/2021 

For MAS Centre for Engineering Tests/ Amman 
Scope of Accreditation 

Mechanical, Physical and Chemical Testing of Concrete,  

Concrete Pipes, Precast Concrete Curbstone, Ductile Iron Pipes, Soil, Aggregate, Cement 

Tiles (Internal & External Use), Building Stone, Concrete Blocks and Hollow Concrete 

Blocks for Slabs, Steel Reinforcing Bars, Plastic Pipes (U-PVC), Plastic Pipes (PE), 

Asphalt Mixture 
 

Tested Parameter/ 

Type of Test/ 

Measured Quantity 

Test Methods/ Standards 
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Determination of Sieve Analysis of Fine and Coarse 
Aggregates 

 American Standard  ASTM C136/C136M-19 

Density, Relative Density (Specific Gravity) and 
Absorption of Coarse Aggregate 

 American Standard  ASTM C127-15 

Density, Relative Density (Specific Gravity) and 
Absorption of Fine Aggregate 

 American Standard ASTM C128-15 

L.A. Abrasion  American Standard ASTM C131/C131M-20 

Soundness  American Standard ASTM C88/C88M-18 

 

 

List of employees in the laboratory who are technically responsible for issuing the test reports in the 

scope of accreditation: 

1- Eng. Sameer Ashour: Quality Manager & the Deputy of General Manager. 

2-   Mr. Husain Abu Salem: Technical Manager. 
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