
 )١ ( مقر قحلملا
  ٢٠٢٥ /٢٨/٠٩  :خیراتب ثدحملا

JASمقر  دامتعلاا ةداھشل Test – ٢٠٢٤ /١٣/٠٦  خیراتب  ةحونمملا061
  نامّع/ ةیندعملاةورثلاو ةقاطلاةرازو يفتاربتخملا ةیریدمل

 دامتعلاا لاجم
 ةبرتلاوماكرلل) ةیوضعلاو ةیندعملا( ةیئایمیكویجلاو ةیئایمیكلاو ةیكیناكیملاو ةیئایزیفلاتاصوحفلا
 ةبسرتملاداوملاو محفلل ةیئایمیكلا تاصوحفلاو يتیزلا رخصلاو روخصلا قیحاسموةیجولویجلاروخصلاو

qf071-56-a,rev d٢نم1ةحفص

صحفلا قرط /ةعبتملا تافصاوملا
 / ةساقملا ةمیقلا

 /صحفلا عون
ةساقملا ةیصاخلا

 ) ةمصحلا(  ماكرلا

داوملاو صحفلل ةیكیرملأا ةیعمجلا ةفصاومASTM C136 / C136M - 19 نشخلاو معانلا ماكرلل يبیبحلا جردتلا

داوملاو صحفلل ةیكیرملأا ةیعمجلا ةفصاومASTM C117-23   مقر( رتیموركیم٧٥لخنم نم ةراملا داوملا ةبسن
 لیسغلاب ماكرلايف)٢٠٠

داوملاو صحفلل ةیكیرملأا ةیعمجلا ةفصاومASTM C131 / C131M -
20  

  مادختساب مجحلا ریغص نشخلا ماكرلل لكآتلا ةمواقم
 سولجنا سولزاھج

داوملاو صحفلل ةیكیرملأا ةیعمجلا ةفصاوم ASTM C127-24   ماكرلل صاصتملااو )يعونلا نزولا( ةیبسنلاةفاثكلا
 نشخلا

داوملاوصحفلل ةیكیرملأا ةیعمجلا ةفصاومASTM C128-22   ماكرلل صاصتملااو )يعونلا نزولا( ةیبسنلا ةفاثكلا
 معانلا

   معانلاماكرلاو  ةبرتلا

داوملاوصحفلل ةیكیرملأا ةیعمجلا ةفصاوم ASTM D2419-22 معانلا ماكرلاو  ةبرتلل يلمرلا ئفاكملا

 روخصلاو  ةبرتلا

داوملاو صحفلل ةیكیرملأا ةیعمجلا ةفصاوم.ASTM D2216-19  روخصلاو ةبرتلا يف )ةبوطرلا( ءاملا ىوتحم  
نزولاب

ربتخملالخاد ةروطم ةقیرط  MEMR 004 -2021 rev-(1)  ةیئایزیفلاتاصوحفلل ةبلصلا تانیعلا ریضحت
 ةیئایمیكلاو

 ةبرتلا

داوملاوصحفلل ةیكیرملأا ةیعمجلا ةفصاومASTM D 854-23  ءاملا ةحازا ةقیرطب ةبرتلل يعونلا نزولا

ةیبورولأاةیناطیربلا ةفصاوملاEN 15309:2007BS   ةینیسلا ةعشلأا فایطم ةطساوب ةبلصلا تانیعلا لیلحت
fused beadةقیرط مادختساب ةیرولفلا
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صحفلا قرط /ةعبتملا تافصاوملا
 / ةساقملا ةمیقلا

 /صحفلا عون
ةساقملا ةیصاخلا

 روخصلاو  ةبرتلاقیحاسم/  يتیزلا رخصلا

(2020)99داوملاو صحفلل ةیكیرملأا ةیعمجلا ةفصاوم  -C1271  ASTM يریجلارجحلاو ریجلل يفیطلا لیلحتلا

19داوملاو صحفلل ةیكیرملأا ةیعمجلا ةفصاومC25-24-sectionASTM   ریجلاو يریجلا رجحلاو ریجلل يئایمیكلا لیلحتلا
 قرحلاب دقافلا-أفطملا

2020ربتخملا لخاد ةروطم ةقیرط-MEMR002-ةینیسلاةعشلأازاھج مادختساب نداعملا ةیعون دیدحت )١( ةعجارملا  
 )XRD( يدویحلا

ربتخملا لخاد ةروطم ةقیرط  MEMR003-2020–زاھج مادختسإبةبلصلا تانیعلل ةیرارحلا ةمیقلا نییعت  )١( ةعجارملا  
  ةیرارحلا ةمیقلا دیدحت

 يتیزلا رخصلا

ربتخملا لخاد ةروطم ةقیرط  MEMR001-2016رشیفةقیرطب(يتیزلا رخصلا يف تیزلا ةبسن )٢( ةعجارملا( 

يتیزلا رخصلاو محفلا

داوملاوصحفلل ةیكیرملأا ةیعمجلا ةفصاوم –D4239-18e1ASTM
  مادختساب يتیزلا رخصلاو محفلا يف تیربكلا لیلحت
 ةیلاعةرارح ةجرد ىلع قرح بوبنأب نرف

Method A

 ةبسرتملا داوملا

داوملاو صحفلل ةیكیرملأا ة یعمجلا ةفصاومD4698-21ASTM   لیلحتلا ضرغل ةبسرتملا تانیعلل يلكلا مضھلا
Methodةعونتملانداعملل يئایمیكلا B

 :دامتعلاا لاجم يف ربتخملا نع ةرداصلا رابتخلاا ریراقتل ةینفلا ةیلوؤسملا نولمحتی نیذلا صاخشلأاب ةمئاق
 يعازخلا نوسیم ةسدنھملا/تاربتحملا ةیریدم ریدم.١

 رقصلا ينسح سدنھملا /روخصلاو ةبرتلا اكیناكیم مسق سیئر.٢

 حلاف دلاخ يئایمیكلا /ةدوجلا ریدم.٣

 فیرشلا يدانھ ةیئایمیكلا /ينفلا ریدملا.٤
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Tested Parameter/
Type of Test/

Measured Quantity
Test Methods/Standards

Aggregate

Sieve Analysis of Fine and Coarse Aggregate  American Standard ASTM
C136/C136M–19

Determination of Materials Finer than 75-μm (No. 200)
Sieve in Mineral Aggregates by Washing  American Standard ASTM C117-23

Resistance to Degradation of Small-Size Coarse
Aggregate by Abrasion and Impact in the Los Angeles
Machine.

 American Standard ASTM
C131/C131M–20

Relative Density (Specific Gravity) and Absorption of
Coarse Aggregate  American Standard ASTM C127-24

Relative Density (Specific Gravity) and Absorption of
Fine Aggregate  American Standard ASTM C128-22

Soil and Fine Aggregate

Sand Equivalent Value of Soils and Fine Aggregate  American Standard  ASTM D2419 -22

Soil and Rock

Laboratory Determination of Water (Moisture) Content
of Soil and Rock by Mass  American Standard  ASTM D2216 -19

Pre-treatment of solid samples for physico-chemical
analysis

 In house  method MEMR 004 -2021,
rev.(1)
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Tested Parameter/
Type of Test/

Measured Quantity
Test Methods/Standards

Soil

Specific Gravity of Soil Solids by the Water
Displacement Method.  American Standard  ASTM D854 -23

Determination of elemental composition by X-ray
fluorescence using fused bead method

 British European Standard BS EN
15309:2007

Oil Shale/ Soil and Rock Powder

Standard Test Method for X-ray Spectrometric Analysis
of Lime and Limestone

 American Standard ASTM C1271 – 99
Reapproved (2020)

Chemical Analysis of Limestone, Quicklime, and
Hydrated Lime – (Loss on Ignition)

 American Standard ASTM C25-24 –
section 19

X-Ray Diffraction of Minerals in Geological Samples
(XRD)

 In house Method MEMR002-2020, rev.
(1)

Determination of Heat of Combustion of Solid Samples
Using Automated Bomb Calorimeter

 In house Method MEMR 003-2020, rev.
(1)

Oil Shale

Oil from Oil Shale (Resources Evaluation by the Fischer
Assay Procedure)

 In house Method MEMR001-2016, rev.
(2)

Coal and Coke /Oil Shale

Sulfur in the Analysis Sample of Coal & Coke Using High
Temperature Tube Furnace Combustion, Method A  American Standard ASTM D4239-18e1
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Tested Parameter/
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Measured Quantity
Test Methods/Standards

Sediment Materials

Standard Practice for Total Digestion of Sediment
Samples for Chemical Analysis of Various Metals,
Method B

 American Standard ASTM D4698-21

List of employees in the laboratory who are technically responsible for issuing the test reports in
the scope of accreditation:
1- Laboratories Director: Eng. Maysoon Alkhzahee
2- Head of Soil Mechanics and Rocks Division: Eng. Husni Alsaqer
3- Quality Manager: Chem. Khaled Falah
4- Technical Manager: Chem. Hanady Al-Sharif


