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Annex (1)
Updated : 05/07/2026
To the Accreditation Certificate No. JAS Test-009 Dated 27-08-2022
For Concrete, Building Components and Chemical Laboratory in the Construction
Laboratories Division at Royal Scientific Society/ Amman
Scope of Accreditation
Physical and Mechanical Testing of Concrete, Cement Tiles, Building Gypsum, Insulating

Materials, Precast Concrete Pipes, Concrete Blocks-Non Load Bearing, and Hollow Blocks for
Slabs

Tested Parameter/
Type of Test/ Test Methods/ Standards
Measured Quantity

Concrete

Compressive Strength = British European Standard BS EN 12390-3:2019

Obtaining and Testing Drilled Concrete Cores
- Length (Thickness). = American Standard ASTM C42/C42M: 2020
- Compressive Strength .

Taking, Examining and Testing Drilled Cores
in Compression

= British European Standard BS EN 12504-1:2019

Density of Hardened Concrete = British European Standard BS EN 12390-7:2019

Cement Tiles (Internal Use, External Use)

Breaking Strength

Water Absorption = Jordanian Standard JS 45-1:2009 for internal use

Dimensions - Straightness - Flatness = Jordanian Standard JS 45-2:2010 for external use

Abrasion Resistance -Wide Wheel

Building Gypsum

Fineness

Standard Consistency

= Jordanian Standard JS 487:1993
Setting Time

Flexural Strength
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Updated : 05/07/2026
To the Accreditation Certificate No. JAS Test-009 Dated 27-08-2022
For Concrete, Building Components and Chemical Laboratory in the Construction
Laboratories Division at Royal Scientific Society/ Amman
Scope of Accreditation
Physical and Mechanical Testing of Concrete, Cement Tiles, Building Gypsum, Insulating

Materials, Precast Concrete Pipes, Concrete Blocks-Non Load Bearing, and Hollow Blocks for
Slabs
Tested Parameter/

Type of Test/ Test Methods/ Standards
Measured Quantity

Insulating Materials

Apparent Density = |[nternational Standard ISO 845:2006

Precast Concrete Pipes

Dimensions

Water Absorption

] » Jordanian Standard JS 289:2024
Internal Hydraulic Pressure

Crushing Strength

Concrete Blocks-Non Load Bearing

Dimensions
Density = American Standard ASTM C140/C140M:2026 Annex Al

Compressive Strength

Hollow Blocks for Slabs

Dimensions

Densit
y = Jordanian Standard JS 944:2023

Compressive Strength

List of employees in the laboratory who are technically responsible for issuing the test reports in the
scope of accreditation:

1- Manager of Construction Laboratories Division / Eng. Ibrahim Khalil

2- Concrete, Building Components and Chemical Lab Head: Eng. Laith Mraish
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